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Supplementary Figure 1. SEM images and length measurements of Sigma-Aldrich NPs. Lot 
MKCG5504 (A) surface morphology and (B) length measurements at x50,000 magnification. Lot 
MKBD9523 (C) surface morphology and (D) length measurements at x40,000 magnification.  

 

 


